
Source of Material Date of Sampled

Location Date of Tested

Proposed Use Type of Material

1 2 3 4 1 2

No.of blows 15 23 25 27

Container No. 1 2 3 4

Weight of container  (W1) 10.88 11.15 11.61 10.91

Weight of container + wet material (W2) 33.29 42.15 44.18 48.73

Weight of container + dry material (W3) 29.24 36.31 37.98 41.48

Weight of water ( W2- W3) 4.05 5.84 6.20 7.25

Weight of dry material ( W3 - W1) 18.36 25.16 26.37 30.57

Water Content = 100*(W2 - W3)/(W3 - W1) 22.06 23.21 23.51 23.72

Liquid Limit % 22.77

Plastic Limit % NP

Plasticity Index NP

Activity LL(Max.) PI(Max.)

EMB/SGD 50 25

GSB 25 6

WMM - 6

Contractor

Description Liquid Limit Plastic Limit

Specified Limits

ClientAuthority Engineer

ATTERBERG LIMITS                                                                                                                                   
IS: 2720 (Part 5) 1985

EPC Contractor Representative Authority Engineer Representative

Result from Graph

Remarks

Determination No.

National Highway Authority of India

y = 0.1406x + 19.962
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